
Wall Armor on upstream lock wall. Wall Armor partially topcoated.

Damaged inorganic zinc factory primer. Damaged primer will be ground and
spot painted with epoxy zinc.

Grinding of welds. Rust will be ground off before spot 
painting with epoxy zinc.



Coating system with 2 coats of SSPC Paint 22 
over the inorganic zinc has a total
film thickness in excess of 10 mils.

Recessed areas will be painted by brush.


